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Abstract. 

Using a correlated diffusion study applying secondary-ion mass spectroscopy (SIMS) and 

radiotracer analyses, the co-existence of both deformation-modified non-relaxed and relaxed 

high-angle grain boundaries (GBs) in ultrafine-grained Ni of 2N6 purity processed by equal 

channel angular pressing (ECAP) is clearly revealed. Due to different depth and lateral 

resolutions and using experimentally accessible diffusion times, SIMS provides a direct 

access to the properties of relaxed “slow” GBs (at short penetration depths) while the 

radiotracer measurements reveal simultaneously the contribution of the deformation-modified 

“fast” GBs (at large penetration depths). The temperature stability of ultrafine-grained 

structure of 2N6 Ni is investigated using electron back-scatter diffraction after annealing 

treatments corresponding to the diffusion experiments. No changes of the ECAP-produced 

microstructure occur at 403 K, while the ultrafine-grained structure is remarkably evolving to 

a coarse-grained one at 603 K. The knowledge of the microstructure evolution is used to 

quantify the diffusion data. The combination of the two complementary techniques allows not 

only to perform a cross-scale analysis of the mass transport, but also to probe consistently the 

existence and kinetic properties of different multi-level hierarchic microstructure features. 

Therefore, the results obtained is a step forward in a better understanding of the physics of 

ultra-fine-grained materials (UFG). For the first time in the case of UFG materials, the SIMS 

technique is used in a mode with lateral resolution which is correlated with the microstructure 

© 2022 published by Elsevier. This manuscript is made available under the CC BY NC user license
https://creativecommons.org/licenses/by-nc/4.0/

Version of Record: https://www.sciencedirect.com/science/article/pii/S2589152922000825
Manuscript_db74456624873af0873c52984c3223ef

https://www.elsevier.com/open-access/userlicense/1.0/
https://www.sciencedirect.com/science/article/pii/S2589152922000825
https://creativecommons.org/licenses/by-nc/4.0/
https://www.sciencedirect.com/science/article/pii/S2589152922000825


 

2 
 

characteristics resolving a multi-level hierarchy of diffusion properties of short circuits in 

severe plastically deformed materials. 

Keywords: Diffusion, ultrafine-grained materials, grain boundaries, EBSD, geometrically 

necessary dislocations. 

1. Introduction 

The faster diffusivity of substitutional atoms along the grain boundaries (GBs) than through 

the crystal lattice has been clearly demonstrated during the last few decades [1–7]. GBs can 

consequently play the role of atom sources and sinks, which can alter the properties of a 

polycrystalline material. Indeed, atom mixing and mass transport govern physical phenomena 

such as phase transformation, high temperature oxidation, recrystallization, grain growth or 

creep that underpin the manufacturing, joining and ageing of a slew of important 

technologies [8–10]. These short-circuit diffusion paths were largely studied especially in 

ultrafine-grained (UFG) materials [11–13] which raised much interest since the first concepts 

of nanocrystalline materials were proposed [14,15]. The use of severe plastic deformation 

(SPD) techniques [16] to produce nanostructured materials, such as equal-channel angular 

pressing (ECAP), as an alternative to nanopowder compaction [17–19], has been intensively 

increased to enhance their properties [20–24]: reasonable ductility, high strength, toughness, 

fatigue life and wear resistance [25–28]. As-produced nanomaterials are dense, even though 

micropores and cracks may also be present [29]. A percolating porosity can enhance the 

atomic transport especially at low temperatures, as revealed by the radiotracer diffusion 

measurements [30,31]. For instance, self- and Cu solute GB diffusion in SPD-processed Ni 

have previously been demonstrated to be significantly enhanced with respect to those in the 

corresponding coarse-grained materials [32]. 

The ultra-fast diffusion rates measured in SPD-processed materials were explained by 

formation of specific GBs exhibiting an increased free energy and significant residual 

microstrains [33]. These non-relaxed high-angle GBs are called "deformation-modified" 

GBs [33] in order to avoid previously suggested [34] and ambiguous term “non-equilibrium” 

interfaces. They have been reported as sinks for lattice dislocations [35] as evidenced by in 

situ transmission electron microscopy (TEM) [36–38] and lead to the disordering of networks 

of grain boundary dislocations (GBDs) [34]. These GBs exhibit higher diffusion coefficients 

of one to several orders of magnitude as well as higher sliding and migration rates than 
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relaxed GBs [39]. Note that GB migration enhances the total flux of diffusing atoms in a 

material, as demonstrated by Glaeser and Evans [40]. Therefore, non-relaxed GBs in 

nanostructured metallic alloys obtained by high-energy deformation processes are suspected 

to be responsible for a higher GB diffusivity [41].  

Radiotracer measurements of Ni GB diffusion in SPD Cu and Cu-based alloys revealed that 

not all grain boundaries feature “deformation-modified” state. Indeed, a majority of high-

angle GBs are characterized by “normal” diffusion rates which are characteristic for well-

annealed polycrystalline materials [31,42]. A hierarchy of short-circuit diffusion paths has 

been suggested [43], with the “deformation-modified” GBs topping the whole spectrum of 

interfaces. While in ultrafine-grained Cu it was possible to measure the two different diffusion 

rates in a single radiotracer diffusion experiment [31,42], it was impossible to observe 

simultaneously these contributions in, e.g., UFG Ni in which several orders of magnitude 

difference between the diffusion rates has been suggested [32]. Ideally, both short (about 

100 nm) and large (significantly above 10 mm) penetration depths have to be simultaneously 

resolved in a single experiment, which is hardly accessible for any method. The basically 

different enhancements of diffusion along the deformation-modified GBs with respect to 

those in coarse-grained counterparts in Cu and Ni are probably explained by the distinctly 

different homologous temperatures of plastic deformation in these two materials, 0.27Tm and 

0.20Tm, respectively (where Tm is melting temperature). Correspondingly, relaxation 

processes by room-temperature plastic deformation in nickel are significantly retarded with 

respect to those in copper. Are the slow-diffusing boundaries in ECAP-processed nickel 

similar to those in coarse-grained polycrystalline material? Their existence has been proven 

by the previous self-diffusion measurements using the radiotracer technique [32], but the 

diffusion properties were not quantified.  

Furthermore, the determination of the diffusion coefficient of a species should be carried out 

by taking into account the potential changes occurring in the microstructure (recrystallization, 

grain growth) during diffusion annealing, as performed in [44,45]. A GB self-diffusion study 

recently conducted at 423 K using radiotracer technique on two UFG Ni prepared by high-

pressure torsion (HPT) and with different purities [46] reported a two-stage penetration 

(branches I and II) in the profile measured for the 4N Ni while a single-stage penetration was 

observed for the less pure 2N6 Ni (only branch II). The branch II, at higher depths, exhibiting 

a lower slope is associated with fast GB diffusion along GBs that did not relax after being 

modified by the deformation. The steep slope part of the penetration profile (branch I, at 
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lower depths) is only present in the 4N UFG-Ni material where a pronounced recrystallization 

took place at 423 K when compared to the less pure 2N6 Ni (no recrystallization). This branch 

is attributed to the recrystallization front that separates the recrystallized areas from the 

remaining UFG areas as well as to relaxed high-angle GBs which contribute to a negligible 

extent to the total diffusion flux [46]. The reason for such difference in microstructure 

evolutions in the 4N and 2N6 UFG-Ni, investigated further in [47], put forward the role of 

impurities in the slowdown of the recrystallization front, causing the survival of the remaining 

UFG areas which act as ultrafast diffusion paths. In that case, penetration profiles obtained 

during diffusion experiments revealed critical information on existing and newly formed 

interfaces and microstructural features, suggesting the possibility for diffusion experiments to 

be considered as a valuable tool to investigate the microstructure evolution under sufficiently 

high temperature.  

The previously reported results on UFG Ni were obtained using the radiotracer technique, 

which is the standard method for studying self- and solute diffusion in solids [48]. This 

method enables one to detect tiny concentrations of diffusion species, being much smaller 

than the ones detected through other means (chemical, gravimetric, dimensional analyses). 

The mechanical sectioning employed during radiotracer analysis limits the profile depth 

resolution, thereby setting a lower limit on the diffusion distances, i.e. on the diffusion 

temperatures. If one uses ion-beam sputtering, nanometer-large penetration depths can be 

measured, while deep tracer penetration still remains unresolved.  

The second technique, widely used to trace impurities in materials is the secondary-ion mass 

spectrometry (SIMS). Here, non-radioactive tracers can be deposited. The popularity of SIMS 

also stems from its ability to identify elements with a spatial resolution of tens of micrometers 

and a depth resolution of few nm. Therefore, this method enables to collect an impurity signal 

over short distances with a good accuracy, making thereby possible the measurement of 

diffusion coefficients obtained at low temperatures.  

In this work, both radiotracer and SIMS techniques are combined to study Cr diffusion in 

UFG nickel at low temperatures ranging from 403 to 603 K and trace the whole spectrum of 

possible GB diffusion rates. For a first time, a co-existence of relaxed and deformation-

modified grain boundaries in UFG Ni is directly resolved, their basic diffusion properties are 

quantified and the relaxation of GB-induced state of interfaces is traced in detail. Such 

microstructure features in UFG Ni were anticipated in the previous studies available in the 
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literature but no direct experimental evidence has ever been provided. The reason was the 

application of a single technique in one investigation that is intrinsically limited with respect 

to the range of the diffusion coefficients which could be simultaneously measured at the given 

temperature using accessible diffusion times (ranging commonly from minutes to months). A 

combination of two complementary techniques with different ranges of accessible diffusion 

coefficients, viz. radiotracer and SIMS, allowed to solve the problem. Therefore, the results 

obtained is a step forward in a better understanding of the physics of ultra-fine-grained 

materials. Moreover, for the first time in the case of UFG materials, the SIMS technique is 

used in a mode with lateral resolution which is correlated with the microstructure 

characteristics. A solution regarding the uncertainties related to the lateral resolution in SIMS 

is applied. Indeed, one should consider the sensitivity reached by SIMS which is proportional 

to the amount of sputtered material (within acceptable scan times), but also gets worsened as 

the probe size is reduced. Here, by selecting the area of interest with still a sufficient signal 

(sensitivity), we could be able to investigate the microstructural features on the extreme 

surface that could have never been looked into up to now due to experimental artefacts. This 

methodology gives access to the investigation of microstructural features/defects right below 

the surface, which was previously not possible, and thereby brings new insights into the use of 

this technique, as a way to analyze the chemical composition but also the type of 

microstructural features. 

Cr is chosen as a suitable element to trace GB diffusion properties of pure Ni using SIMS. 

Hypothetically, one may use highly enriched 64Ni isotope to probe Ni self-diffusion and not 

be biased by any segregation tendency of the diffusing element. However, the background 

signal would be too high due to the natural abundance of 64Ni, about 1%. Note that this level 

is small enough to enable measurements of volume diffusion, but it is too high to facilitate 

grain boundary diffusion measurements. Hence, heterodiffusion had to be considered and, in 

order to limit the effect of the solute on grain boundaries, this has to be a non-segregating 

solute. Chromium appeared as the ideal element. Indeed, as being a non-segregating element, 

the analysis of diffusion results was quite straightforward and the microstructure features in 

UFG Ni were easily revealed. In the case of segregating species, like Ag, the analysis would 

have been biased and much more complex since a number of non-linear effects and different 

segregation structures (or complexions) could be expected. Moreover, we can emphasize that 

a study of diffusion of not segregating solute is a mandatory stage before taking into 

consideration a strong segregating solute. The case of strongly segregating solute is still open 
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and can now be studied thanks to the contribution of our current results. The activation energy 

of GB diffusion of Cr in Ni is known to be lower than that of lattice diffusion. The first values 

were reported by Pruthi et al. [49] in 1977 in a Ni-15Cr-6Fe (wt.%) alloy in the temperature 

range from 673 to 1073 K. The corresponding Arrhenius plot suggested the GB activation 

energy for Cr diffusion of 179.54 ± 3.60 kJ.mol-1 whereas a value of 277.67 ± 4.21 kJ.mol-1 

was determined for Cr lattice diffusion. � ermák [7] observed the same tendency and 

demonstrated a strong dependence of the Cr GB diffusivity in polycrystalline Ni-Fe-Cr alloys 

(with different content in Fe and Cr) on the Cr concentration in the alloys, with a minimum at 

10 wt.% Cr [7], which was first investigated by Treheux et al. [50]. A number of similar 

studies have been conducted in Ni-Cr-Fe alloys [7,51,52], pure Ni and Ni-Cr alloys [7,53–55] 

but diffusion experiments performed at temperatures lower than 873 K are scarce. Yet, such 

experiments are imperative to characterize the relaxation of deformation-modified state of 

GBs.  

2. Experimental details 

2.1. Material 

A Ni material of 2N6 purity (identical to that investigated in Refs. [46,47,56]) was used in the 

present study. The UFG structure was produced by room-temperature ECAP pressing in the 

research laboratory of Prof. Y. Estrin (Monash University, Clayton, Australia). Four ECAP 

(die angle of 90°) passes were employed and the samples rotated by 90° after each pass, as 

required by the Bc4 process route. No back pressure was applied. The resulting UFG 

microstructure was investigated in detail in Ref. [57]. 

2.2. Diffusion study 

Diffusion of Cr in UFG Ni was investigated at 403, 503 and 603 K for diffusion annealing of 

72 h using both radiotracer measurements and SIMS analysis. The diffusion direction was 

parallel to the elongation direction of ECAP processing. 

Radiotracer measurements 

The radioactive isotope 51Cr, in the form of a highly diluted acidic solution, was deposited on 

polished disc-shaped samples of UFG Ni of 8 mm in diameter and 1 mm thickness. 

Subsequently, diffusion annealing treatments were carried out in sealed quartz tubes under 
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purified (5N) Ar atmosphere. After annealing, the diameter of the samples was reduced by 

approximately 1 mm to remove the contaminant effects of surface and lateral diffusion.  

The penetration profiles were determined by the serial sectioning technique using a high-

precision grinding machine. Intensity of � -radiations emitted by radioisotope was counted 

using intrinsic Ge �  detector. The counting time was chosen to keep the statistical uncertainty 

of the activity determination below 2%. The background radioactivity was determined by 

measuring the activity counts from an empty vial. The specific activity which is proportional 

to the tracer concentration was determined by measuring the mass reduction of the sample 

after each grinding step. The initial (few) sections (up to 1 � m in total depth) are typically 

influenced by the calibration procedure of a sample for parallel grinding and/or by very fine 

surface scales and, therefore, are not included in the analysis of the penetration profiles. 

SIMS analysis 

A specific experimental procedure detailed in [58] was applied to study Cr diffusion in UFG 

Ni using SIMS. First, 2-3 mm thick slices of UFG Ni were polished on one face to a mirror-

like quality by standard metallographic procedures. A zone of further SIMS analysis was 

delimited using a AZ50-4 PRESI microhardness tester (the measurements were performed by 

loading the sample with 4.9 N during a dwell time of 10 seconds). Accordingly, a rectangular 

zone of 1.5×5 mm² was defined on each specimen. It allowed as well to get the initial 

hardness of as-produced UFG Ni which was equal to 303 ± 7 HV (averaged on 38 values). 

The specimens were then coated with a thin Cr film by sublimation of naturally occurring Cr 

powder (99.95%, Neyco) and condensation onto the polished surfaces in an Emitech K975X 

thermal evaporator. A targeted Cr thickness of 5 nm was reached by setting an embedded 

quartz balance with an electrical current equating to 38 A. Subsequently the samples were 

sealed in quartz tubes under vacuum and diffusion annealing was carried out. 

After the diffusion treatment, the SIMS (Cameca IMS 7f) technique was used to measure the 

intensity profiles as a function of sputtering time. Instead of employing a standard SIMS 

analysis method, a retrospective approach called “checkerboard analysis” was applied [59]. 

Each diffusion sample was analyzed together with a corresponding reference sample that has 

been deposited with natural Cr simultaneously, thus the sputtering-induced profile 

modifications are thoroughly accounted for. A duoplasmatron (O2)+ source was employed and 

the O2 leak methodology was applied to enhance the positive secondary ion yields [60]. 

Primary ion energy and current were set to 5 keV and 50 nA, respectively. The isotopes 
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whose signals were counted during the acquisitions are: 50Cr, 52Cr, 54Cr, 58Ni, 60Ni and 64Ni, 

together with 16O or 56Fe. In this study, the raster area equates to 150×150 � m² while the 

analysis area (or region of interest ROI), close to 10×10 µm², was adjusted on the 52Cr ion 

image, as required when applying the checkerboard analysis method [58]. 

To determine the sputter rate for each SIMS crater and thereby obtain the diffusion depth 

profiles from the diffusion profiles over time, the depth of the craters was estimated using a 

Bruker Dektak 8 contact profiler. A mean sputter rate was calculated for each crater by 

averaging the crater depth along three horizontal lines crossing the raster area at positions 

corresponding approximately to 1/4, 1/2 and 3/4 the crater size with an uncertainty of ± 5 µm. 

The scattering was always below 13% of the mean value. As the intensity profile was 

extracted from a small part of the crater, a “local” sputter rate was deduced from the local 

depth values of all the ROIs. The scattering represents approximately 4% of the local sputter 

rate value averaged over all the craters of the same diffusion experiment [58]. 

Due to low natural abundance of 50Cr and 54Cr isotopes, the profile for 52Cr was used for 

further analysis. It is worth noting however that the signals from all Cr isotopes were 

systematically superposed to check any non-linearity effect between the SIMS counts and 

concentration [58]. 

Only the data corresponding to the steady-state acquisition conditions were used for the 

diffusion coefficient evaluation. The final concentration profile represented the 52Cr/64Ni ratio 

where the signal from a reference sample (after Cr deposition and without diffusion 

annealing, the so-called 0-profile) was simply subtracted. More details on the experimental 

procedure used to get reliable diffusion data in UFG metal using SIMS are available in [58]. 

2.3 Microstructure characterization 

The microstructure of UFG Ni before and after diffusion annealing was characterized using a 

scanning electron microscope (SEM) S-FEG FEI Nova NanoSEM 450 and electron 

backscatter diffraction (EBSD) using an acceleration voltage of 15 kV. An area of 20×20 µm² 

for each sample was scanned with an acquisition step of 30 nm to be able to reveal the 

features of UFG structure. The as-obtained EBSD maps were analyzed with OIM 7.0 software 

and with Atex 2.21 software [61]. The former allowed to construct the orientation and image 

quality (IQ) maps together with GB maps and the latter was used to calculate the density of 

so-called geometrically necessary dislocations (GND) [62]. Such a multi-parameter EBSD 

investigation, as it will be discussed further, could reveal the evolution of different 
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microstructure features on different scales during diffusion annealing. The GND density was 

obtained using Nye’s approach [63] adapted by Panthleon to EBSD analysis [64] as it was 

done in Ref. [65]. The misorientation of 5° between two neighbor pixels was considered as a 

threshold to distinguish between the pixels located in different grains. The value of 5° is a 

typical cut-off value used when “deformation state” is investigated using EBSD. In some 

recent works (see, for example, [62]), it is shown that the choice of 7, 10 or 15° does not 

influence the relative results. No filtering of EBSD data was applied before data processing. 

The initial grain size was measured to be about 300 nm [61]. 

3. Results 

Analysis of diffusion experiments depends on the relevant kinetic regime, classified as A-, B- 

or C-type after Harrison [66]. In the C-kinetic regime, which is followed typically at lower 

temperatures and shorter annealing times, the tracer diffusion into the bulk is negligible and 

atomic transport occurs primarily along the grain boundaries and, thus, the true GB diffusion 

coefficient can be determined. In order to demarcate B- and C-type kinetic regimes, the value 

of the Le Claire parameter �  is decisive [67] (Eq. (1)) 
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Here, s is the segregation factor and �  is the diffusional GB width (measured to be equal to 

about 0.5 nm in 85 FCC metals [56]), Dv is the bulk diffusion coefficient and t is the 

annealing time. Dv was calculated using the parameters determined in [7] (Eq. (2)): 

 
 � � � �� � �� � � � ��� �
� ��� � ��� ����  !

"#
$, m² s-1. (2) 

A reliable �  estimation requires the segregation factor to be known. In the present conditions, 

we found that a >> 1 even in the case of s = 1 (Table 1). Thus, the C-type kinetic regime 

conditions are safely satisfied [68] for all the measurements. Note that the absence of Cr 

segregation to Ni S11 grain boundaries was confirmed by theoretical calculations using the 

density function theory [69,70]. 
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Table 1: Experimental parameters for Cr diffusion experiments in UFG Ni, � 
 � % and �  are calculated 
according to the data from Eq. (2) [7] and using Eq. (1), respectively. 

Temperature (K) Time (s) � 
 � % (nm) �  

403 259200 3.0×10-9 8.5×109 

503 259200 1.5×10-5 1.6×106 

603 259200 4.7×10-3 5.3×103 

3.1. Radiotracer measurements 

In the case of radiotracer experiments, the Gaussian (thin film) solution can typically be 

applied and the logarithm of the tracer concentration, &', is found to be proportional to the 

penetration depth squared, x2. Thus, the grain boundary diffusion coefficient, Dgb, can be 

directly determined using Eq. (3) 

 
 () � *
+

� 	
�

,�- . '

, / 0 $
� +

. (3) 

Figure 1 shows the penetration profiles measured at 403, 503 and 603 K by the radiotracer 

technique. After an initial drop of the tracer activity by more than two orders of magnitude 

(which corresponds to the given density of the short-circuit paths in the sample and is affected 

by the grinding-in effects), a prolonged tail corresponding to GB diffusion is observed. An 

increase by a factor of twenty is found for the GB diffusion coefficient when the temperature 

increases from 403 to 603 K (Table 2).  
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Figure 1: Penetration profiles of 51Cr GB diffusion in UFG Ni during 72 h at 403, 503 and 603 K 
obtained by radiotracer technique.  

 

3.2. SIMS measurements 

Considering a 5 nm-thick Cr layer deposited on the UFG Ni surface for SIMS measurements 

and a negligible bulk diffusion distance (which is far below 1 Å, Table 1), a constant source 

solution was applied for analyzing the concentration profiles obtained by SIMS (Eq. (4)),  

 &'1� 2%3 � &� 4 1&5 * &� 3� �67 8
/ � / 9

� � � :; 	
<, (4) 

where cs is the tracer concentration at reference x0 coordinate and c0 is the background 

level (obtained at very large depths).  

As mentioned in the Experimental part section, SIMS concentration profiles can be obtained 

by using the local or mean sputter rate. Nevertheless, the corresponding values of the 

diffusion coefficients were found to be similar, within the experimental uncertainty. 

Therefore, for the sake of concision and clarity, here, only the results considering the local 

sputter rate are presented.  
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Table 2: Cr GB diffusion coefficients in UFG Ni obtained by SIMS and radiotracer technique at 
different temperatures and annealing of 72 h. The SIMS profiles are referenced, according to Figure 2. 

Temperature 
(K) 

Diffusion coefficient (×10-21 m² s-1) 

SIMS 
Radiotracer 

Profile Value 

403 

1 0.2 ± 0.9 

=��� ��55
>+?55  

2 0.3 ± 4 

3 3.7 ± 0.5 

4 0.9 ± 17 

5 0.1 ± 0.3 

503 
1 0.31 ± 0.2 

@@���� +�55
> +�555  

2 0.36 ± 0.2 

603 

1 0.73 ± 0.08* 

A�B�� ��C55
>�555  2 0.29 ± 0.4* 

3 2.5 ± 0.2* 
*GB diffusion coefficients obtained at 603 K have no physical meaning due to microstructure 

evolution during the diffusion experiment (see below). 

 

Figure 2 presents the obtained penetration profiles together with the corresponding fitting 

functions, according to Eq. (3), for all the analyzed craters. The determined diffusion 

coefficients are reported in Table 2. One can see that for the same annealing conditions, the 

diffusion coefficients are scattered over an order of magnitude. All values are within 10-22 – 

10-21 m2s-1 range, and they differ by a factor of 103 – 105 from the diffusion coefficients 

obtained by the radiotracer technique. Such a scatter of the SIMS data for the same diffusion 

annealing conditions is explained by the local character of the SIMS analysis (the signal is 

averaged over areas of tens of µm2) while the radiotracer technique analyses the signal 

averaged over the area of tens of mm2. 
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Figure 2: Penetration profiles of Cr diffusion in UFG Ni obtained by SIMS after diffusion annealing 

for 72 h at (a) 403 K, (b) 503 K and (c) 603 K. 

3.3. UFG microstructure 

As previously reported by Divinski et al. [71], the same UFG Ni exhibits a nearly constant 

microhardness values up to the temperatures of 600 K when it is annealed for 17 h. In the 

present study (annealing time 72 h), the measured microhardness after diffusion treatment at 

403 K was equal to 322 ± 16 HV, slightly above the initial value (303 ± 7 HV). This slight 

increase in microhardness after annealing at 400–500 K was also observed in [71] and in 

high-pressure torsion deformed Ni specimens [72] and attributed to depletion of dislocation 

sources after vacancy annihilation and additional dislocation pinning by vacancy clusters. 

However, a complete survey of this topic is beyond the scope of the present paper. After 503 

and 603 K diffusion treatments, the measured microhardness values slightly decreased to 288 

± 6 and 289 ± 28 HV respectively, suggesting a certain microstructure evolution. 

According to the DSC analysis of as-received UFG Ni (without diffusion annealing) [71], 

dislocation recovery is expected from about 500 K and a noticeable grain growth occurs 

above 600 K. It can be thus supposed that no significant microstructure evolution occurred 

during diffusion annealing at 403 and 503 K while it could take place at 603 K. However, it is 

worth noting that the DSC experiment was carried out at a constant heating rate of 20 K.min-1 

and the transformation temperatures obtained in Ref. [71] are overestimated when compared 

to isothermal conditions. Thus, some microstructure evolution at 503 K during annealing for 

72 h can be expected.  
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Figure 3: Orientation maps coded in normal direction to sample surface (which is parallel to the 
elongation direction of ECAP processing and diffusion direction) superposed with IQ maps for the 
samples of UFG Ni used to study Cr diffusion: initial state (without diffusion annealing) and after 
diffusion annealing at 403, 503 and 603 K for 72 h (acquisition step is 30 nm). (For interpretation of 
the references to color in this figure legend, the reader is referred to the web version of this article). 
 

The microstructure evolution, i.e. before and after diffusion annealing treatments, was 

investigated using SEM/EBSD. The orientation maps coded in normal direction to sample 

surface superposed with IQ maps are shown in Figure 3. An UFG structure is clearly observed 

for all samples. No visible microstructure modification is detected after annealing at 403 K. 

After annealing at 503 K, ultrafine grains are still observed but they look more well-defined, 

suggesting that some microstructural changes might occur. At last, the sample annealed at 

603 K during 72 hours has obviously coarser grains in comparison with other samples 

suggesting thus a non-negligible grain structure evolution and grain growth during the 

diffusion annealing.  

Furthermore, IQ maps were superposed to GB maps (Figure 4) and the GB length per GB 

character (normalized by the analyzed surface) was calculated and reported in Table 3. No 

significant change of the GB length is found between the initial state and that after diffusion 
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annealing at 403 K, as close densities of low- and high-angle GBs are obtained. The annealing 

treatment at 503 K keeps as well the same quantity of low-angle GBs, as compared to the 

initial state and that after annealing at 403 K, while a slight decrease of the fraction of high-

angle GBs can be suggested. Annealing at 603 K for 72 h is found to result in a remarkably 

different grain structure as compared to other samples. A three- to four-fold decrease of the 

density of high-angle GBs is clearly seen (Table 3).  

 

Figure 4: IQ maps superposed with GB maps, as obtained by EBSD for the samples of UFG Ni used to 
study Cr diffusion: initial state (without diffusion annealing) and after diffusion annealing at 403, 503 
and 603 K for 72 h (acquisition step is 30 nm). GB with misorientation angle higher than 15° are in 
blue; those with misorientation angle within 5 and 15° are in green and those with misorientation angle 
within 2 and 5° are in red. (For interpretation of the references to color in this figure legend, the reader 
is referred to the web version of this article). 
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Table 3: GB length surface density per GB character and mean GND density obtained from EBSD 
analysis on UFG Ni before and after diffusion annealing.  

Conditions of diffusion 

annealing 

Mean of sub- and GB 

length surface density for 

different GB misorientation 

angles (µm µm-2) 

Mean GND density (m-2) 

Initial state  

(without diffusion annealing) 

2.9 (2-5°) 

1.2 (5-15°) 

13.5 (>15°) 

3.3×1015 

403 K/72 h 

2.4 (2-5°) 

1.1 (5-15°) 

16.6 (>15°) 

3.3×1015 

503 K/72 h 

2.3 (2-5°) 

1.8 (5-15°) 

10.1 (>15°) 

2.8×1015 

603 K/72 h 

1.5 (2-5°) 

1.3 (5-15°) 

3.1 (>15°) 

2.1×1015 

 

To get a further insight into possible microstructure evolution during the diffusion annealing, 

the GND density was calculated for all the samples. The GND density distribution can be 

reliably represented by Rayleigh [73,74] or lognormal [62] distributions. In the present work, 

the lognormal distribution was found to be more appropriate to describe the experimental 

results (Figure 5). Therefore, the GND density obtained from EBSD was fitted using Eq. (5): 

 71DEFG2H3 �
+

I J KL� M
��� � *

1�- 1I J 3� N3O

� KO
$, (5) 

where � G is the GND density and �  and �  are fit parameters. Accordingly, the mean GND 

density is defined, according to Eq. (6) (Table 3) 

 DEPPP� ��� � G4
KO

�
$. (6) 
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Figure 5: GND density distribution obtained using EBSD data and Nye’s approach [63] adapted by 
Pantleon [64,65] for EBSD data in UFG Ni in initial (as processed by ECAP) state (in blue) and after 
diffusion annealing for 72 h at 403 (in red), 503 (in green) and 603 K (in black). The distributions 
were fitted using log-normal function (Eq. (5)) to get mean values (Eq. (6)) reported in Table 3. The 
blue and red curved are almost indistinguishable. (For interpretation of the references to color in this 
figure legend, the reader is referred to the web version of this article). 
 
The GND density distributions are identical for UFG Ni in the as-received state and after 

annealing at 403 K for 72 h (blue and red curves, respectively in Figure 5). A slight difference 

is induced by annealing at 503 K (green curve in Figure 5). The mean GND density is slightly 

lower and the distribution slightly narrower compared to the two previous samples, suggesting 

that a rearrangement of the dislocations has already begun. Nevertheless, the difference is 

within the experimental uncertainty of the method. On the contrary, after annealing at 603 K, 

a significant decrease of the mean GND density is observed (Table 3). The distribution is also 

significantly narrower and shifted towards the lower values (black curve in Figure 5) 

confirming previous conclusions on recovery process at such diffusion conditions. Therefore, 

the characterization of the UFG Ni samples before and after diffusion annealing has 

undoubtedly shown a microstructure evolution after annealing at 603 K for 72h.  

According to the Evans and Glaeser model [75], GB migration during a diffusion experiment 

modifies significantly the tracer distribution resulting in a linear decay of the logarithm of the 

tracer concentration with depth and the corresponding slope is given by Eq. (7) 

 ,�- . '

Q/
� * R

ST

� � :;
. (7) 
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Here Vm is the mean GB velocity. Therefore, using the slopes of Cr concentration profiles in 

UFG Ni obtained by SIMS (Figure 2) and that one characterizing the first near-surface branch 

of the radiotracer penetration profile measured at 603 K (Figure 1), the mean GB velocities 

and thus the mean GB displacements during diffusion annealing can be estimated. As one can 

see from Eq. (7), such estimation requires the GB diffusion coefficient to be known.  

It is still a matter of debate whether the solute diffusion coefficient for stationary and mobile 

GBs is the same or not [76,77]. Up to five orders of magnitude of enhancement of the GB 

diffusion rate via mobile boundaries was reported in minerals [78], while detailed 

investigations of discontinuous precipitation reactions in metallic alloys collaborated a view 

that the solute diffusion coefficients are similar for stationary and mobile GBs [79,80]. 

Furthermore, systematically similar values for GB migration were elaborated in tracer 

diffusion experiments using different solutes in the same Cu matrix [81] that supports the 

previous findings [82] if the diffusion-induced grain boundary migration (DIGM) phenomena 

could safely be excluded.  

If we would interpret the penetration profiles measured by SIMS (Figure 2) and the first 

(near-surface) branch of the radiotracer diffusion profile measured at 603 K (Figure 1), as the 

consequence of Cr diffusion along migrating GBs, we may estimate the migration rates Vm 

using the appropriate GB diffusion coefficients. In the present work, the Cr GB diffusion 

coefficients in UFG Ni as measured by the radiotracer technique are reported in Table 2. On 

the other hand, Cr GB diffusion in a coarse-grained 3N6 Ni was previously reported by 

� ermák et al. [7]. It is instructive to use both sets of data for Cr diffusion in Ni to estimate the 

mean GB displacements during the diffusion annealing treatments using Eq. (7) and the 

results are shown in Figure 6. 

On one hand, if we would tentatively use the Cr GB diffusion rates measured by the 

radiotracer technique, the mean GB displacements appear to be larger than 10 µm and can 

even reach 1 mm for 503 and 603 K. Such pronounced grain growth has to be easily detected 

by EBSD, which is in obvious contradiction with the observed microstructure evolution in 

Figure 3 and Figure 4. Therefore, it is not the GB displacement with the rates measured by the 

radiotracer technique which would correspond to the SIMS profiles. In other words, the SIMS 

profiles do not correspond to the motion of the GBs which provide simultaneously the deep 

penetration of the solutes detected by the radiotracer technique. 
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Figure 6: Mean GB displacement during diffusion annealing for 72 h at different temperatures, as 
estimated using the Evans and Glaeser model (Eq. (7)) and taking Cr GB diffusion coefficients in Ni 
as obtained by � ermák in coarse-grained Ni [7] (blue spheres) and in the present work by the 
radiotracer technique in UFG Ni (green spheres). Grain boundary displacement evaluated from the 
microstructure analysis at 603 K are indicated by red star. At lower temperatures, no grain growth was 
detected. (For interpretation of the references to color in this figure legend, the reader is referred to the 
web version of this article). 

 

If one would interpret the SIMS profiles as resulting from the motion of GBs, which GB 

diffusion coefficients correspond to � ermák’s data for coarse-grained Ni, one arrives at a 

more consistent picture. Indeed, no GB migration should occur at 403 K, a negligible GB 

displacement of about 1 nm is predicted at 503 K and a significant (for the UFG structure) GB 

displacement of about 1 µm should occur at 603 K. The latter estimate is in a perfect 

agreement with the basically independent microstructure analysis according to the 

SEM/EBSD data (Figure 3 and Figure 4). 

Taking into account the results presented above, we are forced to conclude that the diffusion 

experiments were carried out in almost stable UFG structure of Ni at 403 and 503 K while the 

microstructure underwent significant evolution during the diffusion annealing at 603 K. 

Therefore, both SIMS and radiotracer data obtained for 403 and 503 K reveal the real GB 

properties of UFG Ni at these temperatures, although the corresponding diffusion rates differ 

by orders of magnitude. On the other hand, the diffusion coefficients measured by the 

radiotracer technique at 603 K are reasonable, while the SIMS profiles at this temperature 
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correspond to the tracer distribution built up by moving GBs. Moreover, the GB diffusion 

coefficients for the moving boundaries correspond to the diffusion rates observed in well-

annealed coarse-grain polycrystals.  

4. Discussion 

In the present work, GB diffusion of Cr in UFG Ni was investigated by both SIMS analysis 

and the radiotracer technique and an important difference in the determined values, by three to 

five orders of magnitude, was observed (Table 2). Moreover, almost similar GB diffusion 

coefficients at 403 and 503 K were measured by SIMS (see the Arrhenius diagram in Figure 

7). These features have to be clarified and the specific GBs addressed by different methods at 

different temperatures have to be identified.  

4.1 Correlative cross-scale study by SIMS and radiotracer analyses 

To discuss the difference in the Cr GB diffusion coefficients for a given temperature, one has 

to consider that SIMS and radiotracer technique provide access to the concentration profiles 

from fundamentally different penetration depths due to the different detection limit. As one 

can see in Figure 1 and Figure 2, the concentration profiles obtained by the radiotracer 

technique could be processed for the depths up to 100 µm while those acquired by SIMS gave 

the data above background level for the depths less than 50 nm. As it was stated in the 

Introduction, a co-existence of GBs with different metastability states, relaxed and non-

relaxed GBs, was reported in UFG Cu or Ni [42,43]. The corresponding two branches of 

concentration profiles were called as fast and ultra-fast short-circuits, having in mind that the 

relatively slower (“fast”) branch provides GB diffusion rates corresponding to general high-

angle GBs as they are observed in annealed polycrystalline (coarse-grained) materials [42]. 

While both such contributions were possible to measure simultaneously for UFG copper using 

the radiotracer technique [42], only indirect hints to the existing hierarchy in UFG Ni were 

stated [32]. The reason is the difference of the corresponding diffusivities, while it occurred to 

be about an order of magnitude in UFG Cu [42], it has to be more than two orders in UFG 

Ni [32]. Are the “fast” diffusion coefficients in UFG Ni of the same level as in polycrystalline 

Ni or somewhat enhanced, this fundamental question remained unresolved.  

The present combination of basically two different diffusion techniques allows unprecedented 

insights into the hierarchy of short-circuit paths in UFG Ni allowing cross-scale 

characterization of the pertinent diffusion coefficients.  
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The relaxed GBs are considered to possess the same properties as the GBs in a standard 

coarse-grained metal. On the other hand, non-relaxed and thus high-energetic GBs have 

significantly different properties and they might evolve to a relaxed state during, for instance, 

recovery induced by temperature exposure of UFG metal. In other words, non-relaxed GBs 

have significantly increased GB diffusion coefficient as compared to relaxed GBs [42,83]. As 

it was suggested in previous studies [42,43], the fraction of non-relaxed GBs in UFG Ni 

should not exceed 10% and their contribution to mass transport is therefore “hidden” by 

slower, relaxed GBs. However, the situation can be different when the mass transport is 

studied at depths where the contribution from relaxed (and slow) GBs is negligible while that 

from non-relaxed (and fast) GBs is still significant (Figure 8). This is exactly what happens 

when GB diffusion is studied by both SIMS and radiotracer technique: the latter gives the 

properties of non-relaxed and “ultra-fast” GBs (at large penetration depths) while the former 

gives the properties of relaxed and “fast” GBs (at short penetration depths). Therefore, the 

difference in GB diffusion coefficients by three to five orders of magnitude as obtained by 

SIMS and radiotracer methods (Table 2) reveals the co-existence of GBs with different 

metastability levels in UFG Ni produced by ECAP. In spite of a low density of the ultra-fast 

paths, their contribution could reliably be resolved in deep sections by the radiotracer 

technique due to integration of the signal over the whole sample section. On the other hand, 

the SIMS analysis is basically local and representative for the small depths where the majority 

of relaxed paths dominate the solute distribution (Figure 8). Hence, the results from SIMS 

have to be compared with the data on Cr GB diffusion in coarse-grained Ni available in the 

literature (Figure 7). 

The green (radiotracer) and red (SIMS) symbols in Figure 7 represent the measured 

contributions of “ultra-fast” (deformation-modified [43]) and conventionally “fast” (relaxed) 

high-angle GBs. The Cr diffusion rates in deformation-modified GBs (green circles) are found 

to be somewhat lower than those of matrix Ni atoms (black dotted line), Figure 7, but the two 

data sets follow similar trends. The Cr GB diffusion coefficients in 2N6 UFG Ni are 

extremely higher than those predicted from measurements by � ermák in 3N6 coarse-grained 

Ni [7] when these are extrapolated to low temperatures (solid blue line, Figure 7). This fact 

substantiates the deformation-modified state of high-angle GBs in UFG Ni produced by 

ECAP processing.  
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Figure 7: Temperature dependence of measured GB diffusion coefficients of Cr in UFG 2N6 Ni as 
obtained by SIMS (in red) and by radiotracer technique (in green), as compared to that measured by 
� ermák in coarse-grained 3N6 Ni (in blue) [7]. GB Ni self-diffusion coefficients in coarse-grained 
2N6 and 5N Ni [84] and in UFG Ni [32] are shown as well. For the SIMS data, the GB diffusion 
coefficients at 603 K (open red circles) were estimated accounting for the grain structure evolution and 
using Eq. (6), see text. (For interpretation of the references to color in this figure legend, the reader is 
referred to the web version of this article).  
 
For the first time, a second contribution to Cr transport in UFG Ni is measured by SIMS 

analysis (red symbols, Figure 7). The corresponding diffusion coefficients are by three to five 

orders of magnitude lower than those for deformation-modified GBs. Simultaneously, these 

values exceed significantly, by many orders of magnitude those predicted for relaxed high-

angle GBs as they are present in coarse-grained 3N6 pure Ni after � ermák [7] at 403 K, 

whereas quite similar values for the two data sets are found at 503 K. 

Interestingly, Cr GB diffusion in 2N6 UFG Ni at 403 K occurs with similar rates being 

characteristic for Ni self-diffusion in coarse-grained high-purity 5N Ni (Figure 7). Although 

Cr heterodiffusion in Ni cannot be unambiguously compared with Ni self-diffusion, it can be 

speculated that the increased Cr GB diffusivity in as-processed UFG 2N6 Ni (with a high 

density of GBs), as compared to that in coarse-grained 3N6 Ni (with a lower density of GBs), 

can be explained by the “GB purification” effect as suggested by Prokoshkina et al. [56]. 

Impurities present in the 2N6 UFG Ni before ECAP were redistributed over a significantly 

larger number of newly formed GBs after ECAP processing, including dislocations and low-
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angle GBs, leading to a higher purity of GBs, comparable to the one of the 5N coarse-grained 

Ni. This finding is in line with the well-known impact of the material purity of both self-

 [56,84,85] and solute [86] diffusion. The GB diffusion rates as measured by SIMS at 403 K 

reveal a large intrinsic heterogeneity of the kinetic properties of individual boundaries. This 

dispersion indicates an absence of appreciable relaxation of the high-angle GBs and correlates 

with the existence of broad-spectrum boundaries with significantly different properties. 

 

 

Figure 8: A scheme of contribution of relaxed and non-relaxed GBs in UFG Ni to Cr diffusion at 
different depths as studied by SIMS and radiotracer technique at the conditions of the C-regime.  
 

At 503 K, Cr GB diffusion coefficient in 2N6 UFG Ni as measured by SIMS approaches that 

in coarse-grained 3N6 Ni (and is close to Ni self-diffusion coefficient in the same 2N6 coarse-

grained Ni) (Figure 7). As it was stated previously, at 503 K, some minor microstructure 

changes occurred triggered by annihilation of deformation-induced vacancies, formation and 

motion of vacancy-impurity pairs and dislocation recovery [87]. These processes contribute to 

interface relaxation, leading to lower Cr GB diffusion coefficients measured at 503 K. 

Moreover, due to these “minor” microstructure changes, mainly due to vacancy drag effect, 

solutes can be redistributed over different GBs, thereby erasing the abovementioned 

purification effect, and leading to GB properties in 2N6 UFG Ni (even slower) comparable 

with those in 3N6 coarse-grained Ni (Figure 7). 

At 603 K, the measured SIMS profiles are governed by tracer diffusion along migrating 

boundaries. Estimating the averaged boundary migration rate from the measured grain growth 
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after annealing for 72 h and using Eq. (6), the Cr GB diffusion coefficients can be evaluated 

and the results are given in Figure 7 (open red circles). These values are in a nice agreement 

with the Cr diffusion rates in coarse-grained relaxed Ni. 

It is worth noting that this particular study does not focus on specific GB states. Detailed 

high-resolution TEM investigation is required for that, which however is very difficult to 

correlate with diffusion measurements. Inherently, TEM investigation is highly local (GB 

fraction of several hundreds of nanometers in length is examined), which diffusion property is 

averaged over GBs of 20 to 100 µm2 (in the case of SIMS) or �  10 mm2 (using the radiotracer 

method). In the case of UFG Ni (with the grain size of about 300 nm), we cannot quantify the 

diffusion properties of a single GB, that would be possible for bicrystals, for example. In the 

present work, we have observed a relaxation of GB diffusion rates without a strong 

modification of microstructure (with respect to GB misorientations/inclinations) in pure Ni. 

This is why we believe that fastest paths are non-equilibrium GBs which relax. 

It should be emphasized that one should distinguish between non-relaxed GBs and sub-grain 

boundaries. By ECAP processing, we produce a material with a multi-level hierarchy of short 

circuits with respect to their diffusivities (exceeding those of the crystalline bulk). In the case 

of non-segregating solutes, these are (classified by increasing diffusion coefficients):  

(i) coherent twin boundaries;  

(ii) single dislocations, dislocation walls and low-angle GBs;  

(iii) incoherent twin boundaries;  

(iv) high-angle GBs;  

(v) non-relaxed high-angle GBs;  

(vi) porosity.  

Segregation might somehow bias the classification. This classification seems to be valid for 

pure Cu and Ni. At a given temperature, the scatter of the pertinent diffusivities for the paths 

(i) and (ii) is relatively small. Relatively large scatter is expected for (iii), depending on 

particular inclination of twin boundary. In the case (iv), the variation of grain boundary 

diffusion coefficient is significant, depending on a lot of GB parameters (inclination, 

misorientation, GB “phase”, etc.). Using the spectrum of computed GB energies and the 
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Borisov’s approach [92] (see below for further details), one may estimate the range of 

possible diffusion coefficients for high-angle GBs in a material. The values measured for (v) 

are by orders of magnitude larger.  

If we have a coarse-grained Ni with developed sub-grain structure (produced via rolling), no 

diffusion would be measured under the conditions of the present paper [90]. Thus, we do 

know that this is not a combination of (ii) and (iv) which can explain our results. 

4.2. GB energy as determined by diffusion measurements 

Together with GB diffusion coefficient, GB energy is another GB property of crucial 

importance which can inform on GB state. In the case of self-diffusion in pure metals, GB 

energy � gb can be estimated using the self-diffusion coefficients in the bulk (Dv) and in the GB 

(Dgb) via semi-empirical Borisov’s equation [88,89] (Eq. (8)) 
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where NA is the Avogadro’s constant, R the gas constant and � m means the distance between 

atoms at the GB. The validity of Borisov’s equation for the self-diffusion in binary alloys was 

discussed in Refs. [56,91,92]. It was suggested that Borisov’s equation can be confidently 

used for the systems where the alloying element does not segregate at GBs (or the segregation 

is low) and some development was proposed for the systems with strong segregation solutes. 

Recently, the Borisov formalism was extended to the case of solute diffusion, both 

substitutional [93] as well as interstitial [94]. We argue that this analysis can be applied to 

estimate GB energy using the substitutional solute GB diffusion coefficient if the following 

two conditions are fulfilled: (i) the solute does not segregate at GBs and (ii) the solute GB 

diffusion coefficient is close to that of the solvent. Cr is not expected to segregate at Ni GBs 

due to high solubility limit from 20 to 30 at. % in the temperature range from 403 to 

603 K [95–97]. Moreover, as one can see from Figure 7, Cr has almost identical GB diffusion 

coefficient in 3N6 as compared to Ni self-diffusion coefficient in 2N6 Ni, especially, when 

high temperature values are compared. Some difference is observed at low temperatures 

which might be due to extrapolation accuracy. Therefore, we believe that Cr GB (and bulk) 

diffusion coefficient in Ni can be used to estimate Ni GB energy applying Borisov’s 

equation (Eq. (2)). For the mean distance between atoms at the GB, � m, the Ni lattice 

parameter at room temperature was used but it had no significant effect on the calculation 
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results presented in Figure 9. The Cr bulk diffusion coefficient was taken according to 

R� �i � ková et al. (Eq. (9)) [55,98], 

 
 � � � � � �� � [ \]^ � *
[55 �_`�abc  !

"#
$, m2 s-1 (10) 

First, one can see that the GB energies predicted using the radiotracer data are higher than 

those obtained using the SIMS results, since different GB states were accessible for the 

experimental study by these techniques (relaxed GBs for SIMS and non-relaxed, deformation-

modified GBs for the radiotracer technique).  

Figure 9 substantiates that the same interfaces, i.e. the deformation-modified GBs, were 

measured by the radiotracer analysis of Cr (the present work) and Ni [32] diffusion. The 

agreement is amazing, since basically different data sets with respect to self- and solute 

diffusion in crystalline bulk and along grain boundaries were used for the estimates. Such a 

result confirms that the GB energies can indeed be reliably estimated from the heterodiffusion 

data if the solute has close diffusion properties to the solvent and does not segregate to solvent 

GBs. 

 

Figure 9: GB energy in UFG 2N6 Ni estimated using Borisov’s equation (Eq. (2)) and Cr GB 
diffusion obtained by SIMS and radiotracer technique (data from the present work) as well as that 
obtained by � ermák in coarse-grained 3N6 Ni. The Cr bulk diffusion coefficient was taken, according 
to R� �i � ková et al. [55,98]. GB energy in the same UFG and coarse-grained 2N6 Ni as well as that in 
5N coarse-grained Ni obtained from self-diffusion measurements are given for the comparison. 
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The determined GB energies of relaxed interfaces support completely our interpretation of the 

SIMS data. At 403 K, the GB energies obtained using the SIMS data are higher than that 

estimated using � ermák’s data in coarse-grained 3N6 Ni and are in agreement with the results 

for highly pure Ni, black dashed line (Figure 9) suggesting GB purification in UFG metal, as 

discussed above. Moreover, the spectrum of GB energies determined by SIMS analysis at 

403 K, spread over 0.1 J m-2, corresponds to that predicted by atomistic calculations for 

relaxed high-angle GBs with different misorientation parameters [99]. 

At 503 K, the GB energies obtained using the SIMS data in UFG 2N6 Ni and that using 

� ermák’s data in coarse-grained 3N6 Ni have similar values in agreement with previous 

discussion on GB relaxation in UFG Ni. Then, due to GB relaxation, energy of relaxed GBs 

approaches that of GBs in the same Ni with coarse grains. 

Therefore, a combined SIMS–radiotracer investigation of Cr GB diffusion in UFG 2N6 

revealed the co-existence of GBs with different diffusion properties. A diffusion study 

revealed once again [100] to be a very powerful, and perhaps unique, tool not only to get the 

data on mass transport, but also to probe existence and thus the properties of different multi-

level hierarchic microstructure features. 

5. Conclusions 

Cr diffusion in ultrafine-grained 2N6 Ni is measured using two complementary techniques, 

the radiotracer method and SIMS analysis (in parallel sectioning mode). These two methods 

are naturally characterized by fundamentally different accessible depths as well as depth and 

lateral resolutions. While the radiotracer technique and the SIMS analysis, being 

complementary with respect to the addressable temperature/time windows, yield the same 

information with respect to bulk diffusion in crystalline materials, basically different grain 

boundaries/grain boundary states/grain boundary facets are shown to be accessible by these 

techniques in polycrystalline materials of a complex, multi-level hierarchic microstructure.  

Whereas the radiotracer technique in combination with the parallel sectioning method yields 

the layer concentrations of diffusing atoms integrated over the whole sample section, the 

SIMS analysis in the so-called checker-board mode is powerful to provide local depth profiles 

being characteristic for areas of about 10×10 µm2.  
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The combination of the two tracer methods provided unprecedented insights into structure- 

property relationships in severely deformed Ni. Abnormally high diffusion rates of Cr in 

ECAP-processed Ni are measured and the presence of a deformation-modified state of a 

fraction of the high-angle GBs is verified. For the first time, a co-existence of relaxed and 

deformation-modified high-angle GBs in ECAP Ni is unambiguously established addressing 

the different interfaces by correlative diffusion–microstructure investigation using different 

techniques on the same samples. The temperature/time evolution of the deformation-modified 

state of high-angle GBs is followed by dedicated measurements of the atomic transport and 

the microstructure characteristics.  

The combination of the two complementary techniques allows a unique cross-scale 

characterization of the grain boundary diffusion properties spread over a large number of 

orders of magnitude in the same material. This approach occurred to be crucial for a rigorous 

analysis of the materials with an inherent multi-level hierarchy of diffusion properties of 

pertinent short-circuit-type defects. 
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